
DH  SEMICONDUCTOR  RECOMMENDED SOLDERING PROCESS FOR SURFACE MOUNTED AND 
PTH COMPONENTS 
 
REFLOW PROFILE 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 

 



 
 
 
 
 
 
 
 
 
 
 
 
WAVE SOLDERING 
Fig.1 – Lead (Pb) –free Wave Soldering Profile      Fig.2 – Sn‐Pb Wave Soldering Profile 
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